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(57) ABSTRACT

The present disclosure relates to polymeric matrices com-
posed of protected amine compound residues and mem-
branes composed from such polymeric matrices. In particu-
lar, the present disclosure relates to a polymeric matrix
comprising amine compound residues, acyl compound resi-
dues and protected amine compound residues.
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